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Spec. fod Material Spec. for Inspection Test Picce Size _u“w““mwu Em_._aumnnmmwm Heat Treatment
KS D 3307 KS B 1543 KS B O=01 GOOD GOOD B50T Time| min)
; MECHANIC
CHEMICAL COMPOSITION (%) s e B
; j i v8 | s | Ep |Flat| ©55 | Hydros
DESCRIPTION _“Hm_% HEAT No. C|Si|Mn| P | s | Ni|C|Mo|Cu| VIl el o |ening] Test | atic | NDT
_ g Test Test
Min 0.30 2000 |340.0 | 30.0 e
Max | 0,25 | 0.35 | 0.90 |0.040] 0.040
900 ELBOW (L) 50 SPP . .
B.W BLACK 37 SB01928 005 | 0.05 | 0.5397 0,008 0.002 2791 |418.6 40 G
90D ELBOW [L} 65A SPP
BW BLACK 1 SP01928 004 | 0.0]1 [0.435 0,05 |0.004 6.1 (4314 as a
90D ELBOW (L) 504 SPP .
BW BLACK 129 SBO1928 0.05 | 0.05 |0.397| 0.008] 0.002 279.1 [41B6 A0 ¢]
900 ELBOW (L) 804 SPP
B.W BLACK 34 SF69453 0.07 | .01 | 0.32 | 001 | 0.007 288.1 3935 40 G
90D ELEOW (L) 65A SFP
B.W BLACK 48 SP01928 0.14 | 0.01 [0.435| 0.01 |0.004 3061 (4314 a8 G
0D ELBOW (L} 125A SPP
B.W BLACK B S069157 007 | 001 | 0.3 |0011)0.004 277.2 |395.6 41 G
90D ELBOW (L} 1004 SPP
B.W BLACK 27 SFT0696 0.07 | 0,01 | 0.3 |0.012]0.008 262.3 (3889 40 G
SO0 ELBOW (L) 1234 SPP
B.W BLACK 17 S0689157 0.07 | 0,01 0.31 |0.0110.004 2772 3956 41 G
SO0 ELBOW (L) 2004 5PP ;
B.W BLACK B 583824 007 | 001 | 077 | 001 | 0.006 2802 (416.0 a7 G
90D ELBOW (L) 150A SPP ;
B.W BLACK 48 SB23186 0,03 | 0.01]| 031 |0.011]0.004 2749 |362.6 | 41.0 G

= Wa hereby cerlity, that the products described hergin has been
manufaciured and tested in accordance with the specification,

* FHepair welding has not performed on the material
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